COMPOSITES

ESPECIFICACION / SPECIFICATION

Grano/Grain 220 C-6 Observaciones/ comments
Revisiéon/ Review 01/01

Fechal/ Date 01/01/2001

Situacién/State VIGENTE

GRANULOMETRIA / GRAIN SIZE DISTRIBUTION

Tamiz LuzMalla W Tipico
Mesh ASTM Microns Typical ~Max  Min

| 140 | [ 106 | [ 00 [00 [ [%
[200 ] [5] [ 79 (89 [ %
[ 230 | [ 63 | [ 240 [ | [ |w
| 270 | | 53 | | 230 | | | 40,0 9
| 325 | | 45 | | 19,0 | | | 60,0 95
Lcor | [ o | [270 [ | [ Jw
PROP. FISICAS / PHYSICAL PROPERTIES
PropFisica Tipico
. . Max Min ud
Physical prop. Typical
B D;id;dezal’c;/B:llkDensit) D.C. [ 1,420 | 1,550 | 1,350| g/ems3
Contenido Magnético/ Magnetic Conter | 0,007| | 0,010| | | %
ANALISIS QUIMICO / CHEMICAL ANALISIS
Compuesto Tipico
Compound Typical MAax Min  Ud
Carbono Libre / Free Carbor | C.L. | | 0,22| | | | | %
[ csi | [ 9823 | | | %
| sio2+si | | o08q | | | | %
| Fe203 | | 0,19 | [ | | %
| Ao3 | [ o021]] | | | %
[ cao ] [ood[ ][] »
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